
 

 

 

 

 

BHATTI ZINC INDUSTRIES (PVT) LTD. 

LABORATORY TEST REPORT 

SECENDARY ZINC INGOT – ELEMENTAL / CHEMICAL COMPOSITION ANALYSIS 

 

 

 

 

Report No. ZI-2009-2026 

Sample ID ZI-001 

Client / Company BHATTI TRADERS 

Sample Description ZINC INGOT 25 KG 

Sample Quantity 01 PIECE 

Date Received 20 / 09 / 2026 

Test Date 20 / 09 / 2026 

Test Method XRF   

 

 

 

 



 

 

 

 

 

ELEMENTAL COMPOSITION / TEST RESULTS 

Sr. No. Element Symbol Result Unit 
Typical Reporting 

Basis / Ratio 
Method Remarks 

1 Zinc Zn 98.3 % wt.% XRF  

2 Iron Fe 0.14 % wt.% XRF  

3 Lead Pb 0.09 % wt.% XRF  

4 Copper Cu 1.44 % wt.% XRF  

5 Nickel Ni 0.029 % wt.% XRF  

 

Sample Condition Overall Result Prepared By Checked & Approved 

As Received / Good Pass  ________________ ________________ 

 

 

 

Authorized Laboratory Stamp / Signature 

 

 

 


